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 Date ： 

 

23 Jun, 2020 
  

  
  

 

Sample Description

 

： 
One (1) group of submitted sample said to be ：Auto Ramp Set 

  
 
 
 
 
 
 
 
 
 

******************************************************************************************************************************************************* 
Tests Conducted

Item Name 
Raptor ID 
SKU No. 
Vendor 
Factory  
Goods Exported To 
Country Of Origin 
Date Sample Received 
Date Test Started 

： Auto Ramp Set
： BA227 
： TS295
： QINGDAO RUNBELL CO., LTD. 
： QINGDAO RUNBELL CO., LTD. 
： USA 
： China 
： Jun.19, 2020 
： Jun.19, 2020

： 
As requested by the applicant, for details refer to attached page(s). 
******************************************************************************************************************************************************* 

Conclusion： 
Tested Sample  Test Standard   Result 
Tested components of 
submitted sample 

 California Proposition 65 for Tools, 
Consent Judgement No. CIV-03098, CV-231165, CV-
242946, RG-740779 & BC-580146 
-Total Lead (Pb) content 

 Pass 

     
  Client's requirement to CA 65.  Pass 
     

  Other Requirement On Phthalate content  Pass 

************************************************************************************************************************************************ 
To be continued 
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1 Total Lead (Pb) Content  
 

With reference to US EPA method 3050B/3051,acid digestion method was used and total Lead content was determined by 
Inductively Coupled Argon Plasma Spectrometry. 

 
 Tested  Component Result (ppm) Requirement (ppm) 

(1) 26 100 
(2) 34 100 

   

 

 

  

 
 

By solvent extraction and Gas Chromatographic-Mass Spectrometric (GC-MS) analysis. 
 

 Result (%, w/w) Limit (%, w/w) 
 (1) (2)  
Dibutyl phthalate (DBP) ND ND 0.1  

Diethyl hexyl phthalate (DEHP) ND ND 0.1  

Benzyl butyl phthalate (BBP) ND ND 0.1  

Di-iso-decyl phthalate (DIDP) ND ND 0.1 

The above limit was quoted from the Consent Judgement  CIV-03098, CV-231165, CV-242946, RG-740779 & BC-580146, 
settled by superior court of the state of California for the County of  Alameda/ Marin & Santa Clara, for Tools based on the 
California proposition 65. 

Remark：ppm = Parts per million = mg/kg 

Tested Components：See component list in the last section of this report. 

Date Sample Received： Jun.19, 2020 
Testing Period：Jun.19, 2020 To Jun.22, 2020

2 Phthalate Content

Di-n-hexyl phthalate (DnHP) ND ND 0.1  

Diisononyl phthalate (DINP) ND ND -- 
  
                    Remark：ND = Not Detected 

Detected Limit = 0.01%(w/w)  
 

 

************************************************************************************************************************************************ 

Tested Components：See component list in the last section of this report 

Date Sample Received： Jun.19, 2020 
Testing Period：Jun.19, 2020 To Jun.21, 2020

To be continued 
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3 Phthalate Content 
 

With Reference To CPSC-CH-C1001-09.3, By Gas Chromatography-Mass Spectrometry (GC-MS) Analysis. 
 

Tested Compound Result (mg/kg) Requirement (mg/kg) 
 (1) (2) (Max.) 
Dibutyl phthalate (DBP) ND ND 1000 
Diethyl hexyl phthalate (DEHP) ND ND 1000 

Benzyl butyl phthalate (BBP) ND ND 1000 

Diisononyl phthalate (DINP) ND ND 1000 

Di-n-octyl phthalate (DnOP) ND ND 1000 

Di-iso -decyl phthalate (DIDP) ND ND 1000 
Di-n-hexyl phthalate (DnHP) ND ND 1000 

  
Remark： ND = Not Detected 

Detected Limit = 100mg/kg  
 

Tested Components：See component list in the last section of this report 
 

 
Picture of sample 

 
Date Sample Received： Jun.19, 2020 
Testing Period：Jun.19, 2020 To Jun.21, 2020

************************************************************************************************************************************************ 
To be continued
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Components List： 
 
(1) Black plastic(body) 
(2) Black rubber (pad on bottom) 

************************************************************************************************************************************************ 
End Of Report 

 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
 
 
  
 
 




