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ESIVN
. CAROSS LLC
Applicant
ZFE Mtk ,
) 990 Industrial Rd, #106 San Carlos, CA94070, USA
Applicant's address
i3 e REW R BT RHA R AR
Manufacturer Dong guan Carosstech Co.,Ltd
. JTRE R TSRS 8 10 5 1 S8 401 =
i o A ™

Manufacturer's address

Room401, Building 1, No.10,
Dongguan City, Guangdong Province

Jianglong 2nd Road, Xiekeng Community, Qingxi Town,

R AR LT )
Telephone Number
IS A2 /
Email address
[Ep 1N
Website {
R i AR JE B LU
Sample Name Jump Starter
RS
T36
Sample Model
AU AL KTk, s 172.1%80.4%35.8 (mm)
Appearance Pink almost cuboid, size: 172.1%80.4*35.8 (mm)
P bR :
Trademark

TR 75 925 A 52 o

Test method and criterion

A E GRIGMFRHET MY CE-LBITHRIZE 1) 383 4
UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 Amend.1/Subsection 38.3

T it HE Wz HE
e eH 2024.07.15 g B 2024.07.16~2024.08.22
Accepted date Test date
S R RS IRBD. P, AMERAEEE. PR, dEEAHL. SR .
T R
Test it Altitude simulation, Thermal test, Vibration, Shock, External short circuit, Crush, Overcharge,
est items
Forced discharge.
For 56 25 18
Test conclusion:
HZRZE T R ERAL P RHECA PR A ml ks ) B B i, RIERE E GBS MPrdET M) CF
BETHBIEIE 1) 38.3 TR
Mk 18 \‘&(f“ .
The Jump Starter submitted by Dong guan Caro ,ﬁff accordlng to UN
Conclusion
Manual of Tests and Criteria ST/SG/AC.10/11 men l/Su 38.3.
Kedb sk gL mit ‘ :>-~
Test result: Pass ;g\?} &y
2% H B (Issue atﬁ} }ﬂ"@ﬁﬁ
Ef : 1% e
7N | AnAN—E,, | A
Tested by: Checked by: pproved by:
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SRR
Parameter information

g oA iy
Product Cell Battery
it
Model 606080 T36
NNV A
Nominal Voltage 3.7V 3.7V
e 2500mAh 10000mAh (37Wh)
Rated Capacity
7o HL PR 1 HL s . < sy
Limited Charge Voltage : .
PRt 78 HEL LR
Standard Charge Current 500mA 3000mA
PRAETECE HLR
Standard Discharge Current S00mA 3000mA
HROKTE R LR
Max Charge Current 1250mA 3000mA
RN TBCE FLR
Max Discharge Current 2500mA 3000mA
78 HL AR FR
End Charge Current 25mA 50mA
bW
Cut-off Voltage 3.0v 4.6V
Jii &
Mass 58.8g 424.7¢g
AN
Cells Number 4PCS (184P)

TR-4-B-UN38.3-A3
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N P R 2 N o
P | eI H 44 PRt R BbRHE 2R 3T a2 R T j e
es
No. Name of test Standard requirement or the clause number of standard Test result : Remarks
conclusion
okl Bea B GRIGAFRHEF MY CGE-LBITRIEIE 1) 38.3 5
AL > N MR 1 N
) UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 s
1 Altitude ) See /
o Amend. 1/Subsection 38.3 & 4l Passed
simulation endix
%6 T.1 Test T.1 PP
B E GRIGFPRAEFMY CGE-LBITHRIBIE 1) 383 15 L 2
) 15 E 56 UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 . E % ,
ee
Thermal test Amend.1/Subsection 38.3 ) dix 2 Passed
endix
P56 T.2 Test T.2 PP
B E GRIGFPRAETFMY CGE-LBITHRIBIE 1) 383 15 L 3
) =) UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 4 o :
ee
Vibration Amend.1/Subsection 38.3 A dix 3 Passed
endix
R T.3 Test T.3 18
B E GRIGFPRAETFMY  CGE-LBITHRIBIE 1) 383 15
\ G W4 |
A i UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 S G 1% )
ee
Shock Amend.1/Subsection 38.3 A dixa Passed
endix
56 T4 Test T.4 R
e A E GRIGFPRAETFMY CGE-LBITHRIBIE 1) 383 15
S S Y nMEs |
UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 &%
5 External short ) See /
ot Amend.1/Subsection 38.3 A dig's Passed
circui endix
%6 T.5 Test T.5 P
BAE GRIGAMRETFM) (B-LBITHRIBIE 1) 3837 W 6
6 s UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 N S S ;
ee
Crush Amend.1/Subsection 38.3 & ) Passed
endix
W8 T6 Test T.6 PP
BAE GRIGAPRETFM) (B-LBITHRIBIE 1) 3837 W 7
. TR UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 N . S y
ee
Overcharge Amend.1/Subsection 38.3 )4 g Passed
endix
RE T.7 Test T.7 PP
X BeAE GRIGFPRAETFM) CGE-BBITHRBIE 1) 383 1
B X o o WL 8 N
UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.7 S ¥
8 Forced p See /
N Amend.1/Subsection 38.3 A dix 8 Passed
ischarge endix
£ Wi T8 Test T.8 {3
DRI 855 2%

Test environment

condition

HEGRE: 20°C-25°C FRIGIRAE: 45%-75%
Ambient temperature: 20°C-25°C; Ambient humidity: 45%-75%

TR-4-B-UN38.3-A3
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b £ 1
Appendix 1
55 . MR H 448 e FEARLALL
No. Name of Test Items Altitude simulation
ESTE . . M AT Before W5 After FRERK | FEEE |
5 HIREC g ‘ e S | g
= CEM NG+ T % H R T L Mass loss Residual
Sample status Test result
Sample No m; (g) Vi(V) m3(g) V2(V) (%0) voltage (%)
HIRGTEATH
B1 | CYC Fully Charged 424.799 513 424.799 513 0.000 100.00 (@]
HIXTEAETH
B2 1 CYC Fully Charged 424.839 5.15 424.839 5.15 0.000 100.00 (@)
HIXRTEAETH
B3 | CYC Fully Charged 424 .858 5.15 424.858 5.15 0.000 100.00 (@)
HIRTEATTH
B4 | CYC Fully Charged 424.814 513 424.814 513 0.000 100.00 (@]
25 GEARAH
B9 25 CYC Fully Charged 424 .811 5.15 424 .811 5.15 0.000 100.00 0
25 WEEARH
B10 25 CYC Fully Charged 424,789 5.14 424.789 5.14 0.000 100.00 0)
25 REER AR
B11 25 CYC Fully Charged 424.856 5.15 424.856 5.14 0.000 99.81 (0]
25 RGERAH
B12 25 CYC Fully Charged 424.792 5.15 424.792 5.15 0.000 100.00 (0]
PLRFZEH

e L-tEe; V-G D-f#R R-BIGR: F-REKG O-Giltds. JTHE. oMk, THR. TikX
Note: L-Leakage, V-Venting, D-Disassembly, R-Rupture, F-Fire

0O-No leakage, no venting, no disassembly, no rupture, no fire.

TR-4-B-UN38.3-A3
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M £ 2
Appendix 2
55 5 T H 4R RIS
No. Name of Test Items Thermal test
i 2 . . W AT Before WA 5 After FRERK | #MeBEE |
- BERRES \ ‘ s ; PR 5 5
=2 SN N TR= FF 2% H % T B FF % Mass loss Residual
Sample status Test result
Sample No mi(g) Vi(V) m>(g) V2(V) (%0) voltage (%)
HIRGTEATH
B1 | CYC Fully Charged 424.799 5.13 424.658 5.13 0.033 100.00 (e
HIRGEARH
B2 1 CYC Fully Charged 424.839 5.15 424712 5.14 0.030 99.81 (e
HIRGEERH
B3 1 CYC Fully Charged 424.858 5.15 424727 5.14 0.031 99.81 (e
HIRTEATTH
B4 | CYC Fully Charged 424.814 5.13 424.698 5.13 0.027 100.00 (e
25 RFEE AR
B9 25 CYC Fully Charged 424.811 5.15 424.665 5.13 0.034 99.61 0
25 IRSEAEFRH
B10 25 CYC Fully Charged 424.789 5.14 424 .597 5.13 0.045 99.81 (0]
25 RGEARAH
B11 25 CYC Fully Charged 424 .856 5.14 424.681 5.13 0.041 99.81 (0]
25 RGEEAH
B12 25 CYC Fully Charged 424,792 5.15 424.692 5.14 0.024 99.81 (e
PLRFZEH

e L-tEss VARG D-f#dR R-BOGR; FolSK; O-iftds. HE . A, TR, ok
Note: L-Leakage, V-Venting, D-Disassembly, R-Rupture, F-Fire

O-No leakage, no venting, no disassembly, no rupture, no fire.
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i % 3
Appendix 3
55 ; MR H 448 PR3N
No. Name of Test Items Vibration
FE i i N W HT Before M5 After FERE | FLEEE |
- FESRAS : : e, , TR 45 5
=2 SN N TR= FF 2% H % T B FF % Mass loss Residual
Sample status Test result
Sample No mi(g) Vi(V) m>(g) V2(V) (%0) voltage (%)
HIRGTEATH
B1 | CYC Fully Charged 424.658 5.13 424.658 5.13 0.000 100.00 (e
HIRGEARH
B2 | CYC Fully Charged 424712 5.14 424.704 5.14 0.002 100.00 0
HIRGEERH
B3 | CYC Fully Charged | 424727 5.14 424.721 5.14 0.001 100.00 0
HIRTEATTH
B4 | CYC Fully Charged 424.698 5.13 424.698 5.13 0.000 100.00 (e
25 RFEE AR
B9 25 CYC Fully Charged 424.665 5.13 424.665 5.13 0.000 100.00 (0]
25 IRSEAEFRH
B10 25 CYC Fully Charged 424.597 5.13 424 .597 5.13 0.000 100.00 o)
25 RGEARAH
B11 25 CYC Fully Charged 424.681 5.13 424.681 5.13 0.000 100.00 (0]
25 RGEEAH
B12 25 CYC Fully Charged 424.692 5.14 424.692 5.13 0.000 99.81 (e
PLRFZEH
vE:  L-tEE; V-G DR R-AEZRE: Fofg ks O-Joitie. JGHFS. ofiiAk. L. Tk

Note: L-Leakage, V-Venting, D-Disassembly, R-Rupture, F-Fire

O-No leakage, no venting, no disassembly, no rupture, no fire.

TR-4-B-UN38.3-A3
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b % 4
Appendix 4
5 . IR H 4 7 pn
No. Name of Test Items Shock
F i Gt . . M3 AT Before W5 After FRERK | FEEE |
5 RIS 5 ‘ o S i
& NN T % H R T H Mass loss Residual
Sample status Test result
Sample No mi(g) Vi(V) m3(g) V2(V) (%0) voltage (%)
HIXGER A
B1 | CYC Fully Charged 424.658 5.13 424.658 5.13 0.000 100.00 0]
HIXTEAFH
B2 | CYC Fully Charged 424.704 5.14 424,704 5.14 0.000 100.00 (@)
HIXTEA T
B3 | CYC Fully Charged 424.721 5.14 424.721 5.13 0.000 99.81 (@)
HIXGER A
B4 | CYC Fully Charged 424.698 5.13 424.698 5.13 0.000 100.00 (0]
25 WRA 7
B9 25 CYC Fully Charged 424.665 5.13 424 .665 513 0.000 100.00 0
25 WSEAFRHE
B10 25 CYC Fully Charged 424 .597 5.13 424 597 5.13 0.000 100.00 0)
25 WRAAH
B11 25 CYC Fully Charged 424.681 5.13 424.681 5.13 0.000 100.00 (0]
25 WRA A
B12 25 CYC Fully Charged 424.692 5.13 424.692 5.13 0.000 100.00 0]
NS

vE: LttEE; V-HES D-fRfR; R-ERY

O-No leakage, no venting, no disassembly, no rupture, no fire.

F'@j{: O'%iﬂﬁ?\ %ﬁFE\A\ %%%\ %ﬁ&%\ %Ek
Note: L-Leakage, V-Venting, D-Disassembly, R-Rupture, F-Fire

TR-4-B-UN38.3-A3
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b % 5
Appendix 5
s 5 WA A 4:Fs e
No. Name of Test Items External short circuit
2 - R 2 T B L < i}
RS FEG RS HH fe Uik S - .
Max. External Temperature
Sample No Sample status ) Test result Remark
HIRFTEEAH
B 1 CYC Fully Charged 57.1 0 /
BB
B2 1 CYC Fully Charged 57.1 o) /
BB
B3 1 CYC Fully Charged 56.8 (@) /
HIRFTEEAH
B4 1 CYC Fully Charged 56.6 0 /
25 WRAAH
B9 25 CYC Fully Charged 56.6 0 /
25 e T
B10 25 CYC Fully Charged 57.1 (@) /
25 WRA A
B11 25 CYC Fully Charged 56.5 (@) /
25 WA
g2 25 CYC Fully Charged 56.5 o) /
DNSE|

I SAREEARED 170C
D-fiftfA: R-BZE: F-#E k; O-Tofiffk. T, TGk
Note: Extemal temperature not exceed 170°C

D-Disassembly, R-Rupture, F-Fire, O- No disassembly, no rupture, no fire.
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it % 6
Appendix 6
S ] WA 51 H 455 e
No. Name of Test Items Crush
) T AoF i 2 T e e i 2 o N
B BER IR Iaas R BE
Max. External Temperature
Sample No Sample status 0) Test result Remark
HIR 50%7 &
C1 1 CYC 50% Capacity 243 0 /
K 50%%% i
c2 1 CYC 50% Capacity 24.5 o /
HIK50%%
s 1 CYC 50% Capacity 241 o /
K 50% &
o4 1 CYC 50% Capacity 24.9 0 /
HIR 50%7 &
5 1 CYC 50% Capacity 242 o} y
25 IR 50% 4 i
e 25 CYC 50% Capacity 24.6 o) /
25 IR 50%% &
= 25 CYC 50% Capacity 24.7 ') /
25 K 50% 4 &
8 25 CYC 50% Capacity 241 ') /
25 IR 50% % &
Q9 25 CYC 50% Capacity 24.9 o) /
25 IR 50% 4 i
K 25 CYC 50% Capacity 24.8 o) /
=

I SREEARED 170C
D-fiftfA: F-ig K O-Tofffk. Joilgk
Note: Extemal temperature not exceed 170°C

D-Disassembly, F-Fire, O- No disassembly, no fire.
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bt & 7
Appendix 7
a5 . AT H 44 FR R
No. Name of Test Items Overcharge
R FEARAS M 45 R H/iE
Sample No Sample status Test result Remark
BB
BS 1 CYC Fully Charged O /
BB
B6 1 CYC Fully Charged O /
HIRFTEEAH
B7 1 CYC Fully Charged O /
BB
B8 1 CYC Fully Charged O /
25 B4
B13 25 CYC Fully Charged O /
25 B
B14 25 CYC Fully Charged O /
25 IRSEAFEH
B15 25 CYC Fully Charged O /
25 B4
B16 0] /

25 CYC Fully Charged

DNNE|

. D-fifk; F-fgk; O-TLf@fk. Toiek;
Note: D-Disassembly, F-Fire, O- No disassembly, no fire.
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bt % 8
Appendix 8
e 8 WAL H 27 AR
No. Name of Test Items Forced discharge
BE G B RS M2t B
Sample No Sample status Test result Remark
cr1 |V Tl D © :
C12 1 ci@i’%zﬁgged © :
C13 1 ci@i’%z&fged N :
c14 S e ) /
c1s | e : :
C16 1 ci@i’%zﬁgged N :
c17 L D ) /
c18 L B e ;i :
C19 1 ci@i’%zﬁgged Q :
C20 1 ci@i’%zﬁgged ¢ :
C21 25 gsg};j?ﬁi%iged S /
c22 25 Py 2 /
C23 25 gsg};j?ﬁi%iged ° :
C24 25 gic@i%ziged ° :
C25 25 Czsgj;\j?ﬁzgged e :
C26 25 Czsgﬁiﬁzjégged ® :
Cc27 25 §3g§§§2%figed ¢ /
C28 25 gsg};ﬁﬁi%gged R /
C29 25 czsgﬁ;?}%ztiged 2 /
C30 25 Czsgj;\j?ﬁzgged ° :

. D-ffk; F-il2ks O-fifk. Joi -k

Note: D-Disassembly, F-Fire, O- No disassembly, no fire.

TR-4-B-UN38.3-A3
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¥ 5 B K Sample Photo
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Press for 3 seconds then press each
forF ight’SOS/Strobe modes Model: T36 Peak Current: 800A
Press for 3 seconds during light mode Voltage: 12V Polarity Red (+) Black(-)
ot Lithium-lon Battery: 10000mAh/37Wh
3

Press the boost button on jumper
cable's control box for 3 seconds to
activate the boost starting feature
when the battery level is less than 2V

features
disabie when using the boost
feature.Please make sure red
clamp is connected to (+) and
black clamp1o ()
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VRN
Va0

Important Notice
1. The test report is invalid without the official stamp of PTC.
A4 T PTC 5 56

2. The test report is invalid without the signatures of Ratifier, Reviewer and Testing engineer.

A BIAAEN TN RERRAZL TR
3. Nobody is allowed to partly photocopy this test report without written permission of PTC

ARZ PTC P AR, AFFE B Hl Ak 1.
4. The report is invalid when anything of following happens — illegal transfer, reproduce, embezzlement,

imposture, modification or tampering in any media form.
RAFLE. Efl. EH. BH. meG sBUEAT SR R Sk S B IE Rk
5. Product information and customer information provided by the applicant, we are not responsible for its

authenticity
7P AE BN P E S ARG, AT S 1151
6. The test report is valid for the tested samples only.
AR TG A6 A U A 2
7. The Chinese contents in this report are only for reference.
ARG PR A F S .
8. Objections to the test report must be submitted to PTC within 15 days.

MG BEA AN MNTRERE 2 HE 15 RN AL A SEH .

***End of report***
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